Heritage Range Technical Data Sheet BH"}KW"HKS
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Heritage Brown SA 230 114 50 DPAL 28 37 10 12 EXG”,ZZZ'e Slight Slight
Heritage Cream SA 230 114 50 DPAL 28 37 10 12 E’g’rﬁ;’e Slight Slight
Heritage Red SA 230 114 50 DPAL 2.8 480 10 12 Eg‘;ﬂ;’e Slight Slight
Heritage Dawn SA 230 114 50 DPAL 2.8 480 10 12 Eg’r‘;z:e Slight Slight

This Data represents average results from commercial production lots.
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If specific test results are required, sample should be taken from current production lots. . "
*australbricks
AUSTRALIAN STANDARD TEST METHODS AS/NSZ 4456 ARE USED AS APPLICABLE.



